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STEEL H PILES 8-15-05

In Section 1084-3 “Steel Bearing Piles” of the Standard Specifications, revise the first sentence
as follows:

Steel bearing piles must meet the requirements of ASTM A572 or ASTM A588 and have a grade
of 50 [345].


